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REPORT OF ANALYSIS 

Sample Weight  : 3.00 Kgs 
Date of Received Sample : June 20th, 2023 
Date of Analysis  : June 20th, 2023 
 
Analysis  
Analysis were performed at PT Carsurin Cikarang Laboratory (accreditation by KAN / National 
Accreditation Committe – Indonesia for ISO 17025:2017 Cert No. LP-415-IDN) in accordance 
with ASTM Standard. The results of our analysis are as follows: 
 
 

Parameter Unit Results Method 

Gross Calorific 

Value 
Kcal/kg 6,547 ASTM D 5865-19 

 

 
This certificate refers solely to the analysis in accordance with the details described herein 
and does not certify any other matter, and is issued without prejudice. 
 
 

 

 

 

Jakarta, June 26th, 2023 

PT. CARSURIN 
 
 

 
 

 

 

Dede Jemmi Supriadi 
Head of Laboratory    
For verification of authenticity certificate or report, please e-mail to charcoal@carsurin.com 
 

 

 

 

 

 

 

 

 

The below findings are based on sample/s only, which is/are submitted or supplied by client. This 

report is valid within 90 days from the date of analysis. 

 

Description    : Wood Charcoal 
Manufactured / Shipper : PT. Kinaya Proyek Indonesia.  

Ruko Grand Royal Blok B.19, Poris Plawad 
Utara, Cipondoh, Tangerang
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